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GEORGIA DEPARTMENT OF TRANSPORTATION 

STATE OF GEORGIA 

SUPPLEMENTAL SPECIFICATION 

 

Section 301—Soil-Cement Construction 

Delete Subsection 301.3.03.A and substitute the following 

A. Subgrade or Subbase Preparation  

Prepare the subgrade or subbase as specified in Subsection 300.3.03.C, “Preparing the Subgrade” or Subsection 

300.3.03.D, “Preparing the Subbase” if the base, subbase, or shoulders will be composed entirely of new 

materials, whether mixed-in-place or central plant mixed. In addition to the above requirements, ensure that 

subgrade material used underneath soil-cement base meets the sulfates and pH requirements of Subsection 

814.2.02.A. Place materials only on dry, thawed subgrade or subbase. 
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